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[57] ABSTRACT

A method for the preparation of block polyurethane

amides in a melt by the reaction of

(a) a linear polyamide having terminal carboxylic acid
ester groups and which melts at not more than 210°
C.; and

(b) a polyurethane having hydroxyl groups at its chain
ends;

at a temperature of 160° C. to 240° C., and in the pres-
ence of a trans-esterification accelerator.
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